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DESCRIPTION 
 
To eliminate dropoffs at the edge of the paved shoulder where the asphalt concrete is in excess of 
20mm in thickness, the Contractor shall place material to form a continuous surface with the 
slope as shown on the typical sections. 
 
MATERIALS 
 
The material used for this placement shall meet the requirements of Item 203.03 M 
Embankment-In-Place of the Standard Specifications except that the compaction requirements 
specified in Section 203-3.12 will be waived. 
 
CONSTRUCTION DETAILS 
 
The extent of this work shall be as shown on the typical sections.  The material shall be 
consolidated to provide for a stable placement. 
 
METHOD OF MEASUREMENT 
 
This work shall be measured as the number of linear meters of shoulder measured 
along the pavement shoulder interface along where such work is performed. 
 
BASIS OF PAYMENT 
 
The unit price bid per linear meters shall include the cost of all labor, material and equipment 
necessary to satisfactorily complete the work. 


