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DESCRIPTION:

This work shall consist of furnishing and placing portland cement concrete for structures,
including steel reinforcement, as indicated on the plans and in accordance with the
specifications, and in a manner satisfactory to the Engineer.

MATERIALS:

The materials used for structural concrete shall comply with the material requirement of Section
555-2 of the Standard Specifications

Reinforcing steel shall meet the requirements of Section 556-2 of the Standard Specifications.

CONSTRUCTION DETAILS:

Construction details shall meet the requirements of Sections 555-3 and 556-3 of the Standard
Specifications.

In addition, the Contractor shall submit a bar list and schematic showing the bar locations to the
Engineer at least one week prior to the placement of the reinforcement.

METHOD OF MEASUREMENT:

The method of measurement shall be as described in Section 555-4.01 of the Standard
Specifications. Separate measurement of the bar reinforcement shall not be made.

BASIS OF PAYMENT:

The basis of payment shall be in accordance with Sections 555-5.01 and 555-5.02 of the
Standard Specifications except that bar reinforcement shall be included.  No separate payment
will be made for steel bar reinforcement.


