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DESCRIPTION.  Furnish and apply an alcohol based, protective sealer to concrete beam surfaces 
at locations indicated on the plans or where directed by the Engineer. 
 
MATERIALS.  The protective sealer used on the concrete beam surfaces shall be one appearing 
on the Department's Approved List and shall meet the requirements of the following subsection: 
 
  Penetrating Type Protective Sealers    717-03 
 
CONSTRUCTION DETAILS. 
 

A. General.  The Contractor shall provide the Engineer with the sealer 
Manufacturer's written instructions for application and use, at least five (5) working days 
before the start of work.  Only one (1) brand and specific type of sealer will be allowed. 
 
B. Surface Preparation.  Thoroughly abrasive blast-clean all concrete surfaces to be 
sealed.   Remove dirt, oil, rust stains and all other foreign material from the concrete 
surface.  Keep aggregate exposure to a minimum.  Remove loose particles by vacuum 
cleaning.  After blast-cleaning, the surface should be clear of laitance, residue and any 
other contamination which would prevent penetration of the sealer.  Before sealer 
application can commence, surface preparation work must be completed and approved by 
the Engineer, 
 
If the concrete is subjected to rain or moisture from other project operations, air dry the 
concrete for a minimum of 48 hours before applying sealer. 
 
C. Weather Limitations.  Do not apply sealer during wet weather or, if in the 
opinion of the Engineer, adverse weather is anticipated within 12 hours of the 
completion.  Do not apply sealer when ambient or surface temperatures fall below  5_ C 
during application or before the sealed concrete is dry to the touch.  

 
 
D. Sealer Application.  Use the sealer as supplied by the Manufacturer without 
thinning or alteration, unless specifically required in the Manufacturer's instructions.  
Thoroughly mix the sealer before and during its use as recommended by the 
Manufacturer.  Apply sealer with equipment which is clean of foreign materials and 
approved by the Engineer.  Spray methods will not be permitted. 

 
Apply a minimum of three coats of sealer.  Each coat must be applied at the application 
rate specified in the Approved List.  Apply the second and each additional coat 
perpendicular to the previous coat.  On sloping and vertical surfaces, apply sealer from 
bottom to top.  Keep running and puddling to a minimum.  The entire surface shall be 
coated and all pores filled. 

 
Before applying subsequent coats, allow the previous coat to dry a minimum of two 
hours or until the surface is dry to the touch, whichever time is longer.  
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METHOD OF MEASUREMENT.    Payment will be made at the unit price bid per square 
meter for the number of square meters of structural concrete to be sealed, stated in the Estimate 
of Quantities shown on the Contract Plans.  The figure shown in the Estimate of Quantities shall 
be used to compute payment. 
 
BASIS OF PAYMENT.  Include the cost of furnishing all labor, materials and equipment 
necessary to satisfactorily complete the work in the unit price bid per square meter. 


