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Description

Under this item, the Contractor shall construct the stone wall as shown on the plans or as directed
by the Engineer.

Materials

The stone used shall be of the size and material indicated on the plans.  Sample of stone shall be
submitted to the Regional Landscape Architect prior to beginning any work on this masonry.  Mortar
for the stone wall shall meet the requirements of the following sections:

Portland Cement Concrete - Type 1, Type 2, or Type 6 701-01
Masonry Cement 701-02
Mortar Sand 701-03

Construction Details

The stone wall shall be true to line and to the dimensions shown on the plans or as order by the
Engineer.  The stone shall be set in a coursed pattern and mortared in place as shown on the plans.
Mortar joints shall be 13 mm - 18 mm thick.  A minimum of one stone course shall be placed below
finished grade.

Method of Measurement

The work will be measured in the number of linear meters of stone wall erected.  Measurement will
be taken along the centerline of the top of the wall.

Basis of Payment

The unit price bid shall include the cost of furnishing all labor, materials, and equipment  necessary
to satisfactorily complete the work, with the exception of the excavation and backfill material which
shall be paid for under their respective items.


